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1.UNTransportationRegulationTest

Test Condition Requirements

Test1.AltitudeSimulation Storingat(lowpressure)11.6kPafor6hrat20+/5℃
Measuringmassbefore/

Test2.ThermalTest
[72±2℃,6hr↔40±2℃,6hr,intervalmax.30min]x10cycle aftereachtest

(IfM<1g,lessthan0.5%,If
Storingat20±5℃ for24h

1g≤M≤75g,lessthan0.2%,If

[7Hz↔200Hz↔7Hz,in15min]x12timesx3direction M>75g,lessthan0.1%)

Test3.Vibration
1)sinusoidalwaveform withalogarithmicsweep Measuringvoltage

2)7Hz18Hz(maintaining1gn)app.50Hz(until8gn) before/aftereachtest

200Hz(maintaining8gn),1.6mm totalexcursion (morethan90%)
Noleakage,noventing,

Test4.Shock
Halfsineshock nodisassembly,norupture,
(peakacceleration:150gn,pulseduration:6msec)x6(±x,y,z),directionx3cycle nofire

100m ext.shortcircuitat55±2℃
Nodisassembly,norupture,

Test5.ExternalShortCircuit nofirewithin6hoursafterthetest
1hrcontinueafterreturningat55±2℃

Temp.monitoring(max.170℃)

Test6.Impact
Φ=15.8mm bar,9.1kgmass,61±2.5cm heightforcylindricalcells(>18mm diameter)

Nodisassembly,

Test6.Crush nofirewithin6hoursafterthetest
Temp.monitoring(max.170℃)forcylindricalcells(≤18mm diameter) Crushingrate:1.5cm/s,until13kN±0.78kNor100mVdropor50%deformation

forprismatic,pouch,coin/buttoncells

Test7.Overcharge Onlyforbattery,notcell.
OverchargeTestisrequiredto

packbatterylevel,notcelllevel.

Dischargeatmax.dischargecurrent
Nodisassembly,

Test8.ForcedDischarge (with12VDCpowersupply),
nofirewithin7daysafterthetest

Durationtime=ratedcapacity/initialtestcurrent

5.TeststhroughT1T5shallbeconductedinsequencewiththesamesamples.

6.WedeclarethattheabovementionedtestistheresultofbeingcheckedaccordingtoUNTest

(ManualofTestandCriteriaST/SG/AC.10/11/Rev.5/Amd.2)



2.TestProcedure
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3-1.T1-T4TestResult

Before Altitude(T1) Thermal(T2) Vibration(T3) Shock(T4)

NO. OCV Mass OCV Mass
Residual Mass

Result OCV Mass
Residual Mass

Result OCV Mass
Residual Mass

Result OCV Mass
Residual Mass

ResultOCV(%) Loss(%) OCV(%) Loss(%) OCV(%) Loss(%) OCV(%) Loss(%)

A.1stcyclefullycharged state

1 4.192 46.661 4.190 46.661 99.95 0.000 Pass 4.121 46.650 98.35 0.024 Pass 4.120 46.647 99.98 0.006 Pass 4.120 46.647 100.00 0.000 Pass

2 4.193 46.498 4.190 46.497 99.93 0.002 Pass 4.121 46.488 98.35 0.019 Pass 4.121 46.486 100.00 0.004 Pass 4.120 46.486 99.98 0.000 Pass

3 4.193 46.593 4.193 46.592 100.00 0.002 Pass 4.121 46.581 98.28 0.024 Pass 4.121 46.578 100.00 0.006 Pass 4.121 46.578 100.00 0.000 Pass

4 4.193 46.741 4.190 46.740 99.93 0.002 Pass 4.121 46.732 98.35 0.017 Pass 4.120 46.730 99.98 0.004 Pass 4.120 46.730 100.00 0.000 Pass

5 4.193 46.744 4.190 46.743 99.93 0.002 Pass 4.121 46.734 98.35 0.019 Pass 4.121 46.732 100.00 0.004 Pass 4.120 46.732 99.98 0.000 Pass

6 4.193 46.527 4.190 46.527 99.93 0.000 Pass 4.120 46.515 98.33 0.026 Pass 4.120 46.513 100.00 0.004 Pass 4.119 46.513 99.98 0.000 Pass

7 4.193 46.560 4.190 46.559 99.93 0.002 Pass 4.119 46.550 98.31 0.019 Pass 4.119 46.550 100.00 0.000 Pass 4.119 46.550 100.00 0.000 Pass

8 4.192 46.811 4.190 46.811 99.95 0.000 Pass 4.121 46.799 98.35 0.026 Pass 4.121 46.797 100.00 0.004 Pass 4.121 46.797 100.00 0.000 Pass

9 4.192 46.550 4.190 46.548 99.95 0.004 Pass 4.120 46.539 98.33 0.019 Pass 4.119 46.534 99.98 0.011 Pass 4.119 46.534 100.00 0.000 Pass

10 4.192 46.552 4.190 46.552 99.95 0.000 Pass 4.120 46.543 98.33 0.019 Pass 4.119 46.540 99.98 0.006 Pass 4.119 46.540 100.00 0.000 Pass

Ave. 4.193 46.624 4.190 46.623 99.95 0.002 4.121 46.613 98.33
0.021

4.120 46.611 99.99
0.005

4.120 46.611 99.99 0.000

Requirement

Measuringmassbefore/aftereachtest(IfM>75g,lessthan0.1%,1g≤M≤75,
lessthan0.2%,M<1g,lessthan0.5%)

Measuringvoltagebefore/aftereachtest(morethan90%,onlychargedsamples)
Noleakage,noventing,nodisassembly,norupture,nofire



3-2.T5/T6/T8TestResult

EXT.ShortCircuit(T5)
NO.

Initial Max.Temp
Result

OCV(V) (℃)

A.1stcyclefullycharged state

1 4.120 94.24 Pass

2 4.120 99.14 Pass

3 4.121 107.09 Pass

4 4.120 91.88 Pass

5 4.120 106.93 Pass

6 4.119 97.77 Pass

7 4.119 88.29 Pass

8 4.121 96.45 Pass

9 4.119 93.29 Pass

10 4.119 95.03 Pass

MAX. 4.121 107.09

TestCondition
100m ext.shortcircuitat55±2℃

Requirement
Temperature<170(℃)
Nodisassembly,norupture,nofirewithin6hours
afterthetest



Impact(T6)
Direction NO.

Initial Max.Temp
Result

OCV(V) (℃)

A.1stcycle50%chargedstate

11 3.573 111.58 Pass

12 3.574 22.72 Pass

Flat 13 3.571 103.07 Pass

14 3.572 118.75 Pass

15 3.504 23.40 Pass

MAX. 3.574 118.75

TestCondition
Crushingrate:1.5cm/s,until13kN±0.78kNor100mV
dropor50%deformation

Requirement
Temperature≤170(℃)

Nodisassembly,nofirewithin6hoursafterthetest



ForcedDischarge(T8)
NO.

Initial Max.Temp
Result

OCV(V) (℃)

A.1stcyclefullyDischarged state

16 3.120 101.98 Pass

17 3.122 113.68 Pass

18 3.127 114.90 Pass

19 3.133 100.89 Pass

20 3.104 110.99 Pass

21 3.126 112.91 Pass

22 3.129 84.53 Pass

23 3.133 112.68 Pass

24 3.122 109.24 Pass

25 3.122 112.60 Pass

MAX. 3.133 114.90

B.50thcyclefullydischarged state

26 3.148 100.99 Pass

27 3.141 129.67 Pass

28 3.150 118.20 Pass

29 3.150 122.12 Pass

30 3.145 112.35 Pass

31 3.143 107.39 Pass

32 3.149 103.83 Pass

33 3.146 116.53 Pass

34 3.142 121.45 Pass

35 3.147 120.54 Pass

MAX. 3.150 129.67

TestCondition
Dischargeatmax.dischargecurrent
(with12VDCpowersupply):10000mA
Durationtime:ratedcapacity(21min)

Requirement
Nodisassembly,nofirewithin7daysafterthetest
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