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UN38.3 Test Summary
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Lithium cell or battery test summary in accordance with su

b-section 38.3 of Manual of Tests and

Criteria
Product Name Polymer li-ion battery Product Type s:g;ceu S n
=] A, W

Model/Type YBY951545 Lithium Content /
B S HAE 3.7V, 600mAh, 2.22Wh HEE
Product Mass Approx. 10.1g Physical Description Almost cuboid
P iR #110.1g FEamfeR bl SRS
Client Shenzhen YBY Electronics Co., Ltd
3] BINHAZBEETFHERAF
Client Address Room 6086, Jinxing Building, No.2 Xikeng Road, Sihe Community, Fucheng,
FL 5 Hu bk Guanlan, Longhua New, Shenzhen, Guangdong

Gyl e X MR I A+ X #5125 M8 K E606 %
Manufacturer Huizhou YBY Electronics Technology Co., Ltd
< Y B BT ZERETREERAT
Manufacturer Address | Floor 2&3 A-2, No.3 Yuanhui Road, Chenjiang Street, Zhongkai Hi-Tech Zone,
A RE T R M hE Huicheng, Huizhou, Guangdong

BT S X BRI AE R3S (J FHA-2) 2838
Manufacturer
Telephone +86-0752-3325101
AR K EBE
Manufacturer Website
B R 5 www.ybybattery.com
Manufacturer Email
e yo_zhang@163.com
Issue date
%% A1 2019-12-28
Tested by Lab Engineer
o Maork  Xoan Pl TR
Reviewed by Project Engineer
¥ % fprni@ HW“) . 3 TR
Approved by . M/MJ Safety Manager
#t 7 s * EHEE

(%% Stamp)
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Lithium cell or battery test summary in accordance with sub-section 38.3 of Manual of Tests and

Criteria
Test Report No.
SR A2 G QWU19122803
Test Report Date
MRk H 3 2019-12-28
Test No. Verdict
W 5 g
T1 Altitude simulation Pass
' o FE AL i
T2 Thermal test Pass
' RS SEBus
T3 Vibration Pass
' &3 SEBus
T4 Shock Pass
’ ek pIEbE
T5 External short circuit Pass
' AP % pIEbE
T6 Crush Pass
' s SEBus
T7 Overcharge Pass
' TERE SEBus
T8 Forced discharge Pass
: 558 i) FEL pIEbE

Test Reference

DA A

According to UNITED NATIONS “Recommendations on the TRANSPORT OF

DANGEROUS GOODS” Manual of Tests and Criteria, Amendment 1 to Sixth

revised edition, 2017 (ST/SG/AC.10/11/Rev.6/Amend.1), Section 38.3: Lithium

metal and lithium ion batteries.

WRIEPRE E CeT iz fmp @i ) W isEF I AMET RIE EL
(2017) , #538.37: #l& @A E .

Reference to
assembled battery

Not application
X pp

0 UN38.3.3(f) ] UN38.3.3(g)

testing requirements ANiEH
B2 pi L 20 15 R
Test laboratory QuanWei Testing Technology (Dongguan) Co., Ltd.
IS5 5 ZEFRNEA (R5E) GRAR
Room 206, Building 2, No. 389, Guantai Road, Nancheng Street,
Laboratory Address . :
A Donngguan City, Guangdong, China
SIS = M bk

I 7RA8 2R 55 T R T T 58 K B r 3 B 3895 245206 F., 523080

Laboratory Telephone
SIS FL TR

+86 769 2288 1394

Laboratory Website
SR =S A

www.dggwlab.com

Laboratory Email
S =S A

gw@dggwlab.com
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